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TABLE II
Tensile Strength for Crimp Joint Tests

Contact Size Wire Size Initial Min. Pull-out Force lb.
(Prior to Conditioning)

16
20
18
16

20
40
50

12 14
12

70
110

8 8 185

4 4 450

0 0 800
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SAE AS50151, AC, ACA and GT Series, Containing Solder Contacts.
5.	 Preparation for installation:

	 a.	
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